TEST REPORT

Report No : TAE—002816 Receipt Date : Sep.16.2010
Test Completion Date : Oct.25.2010

Sample : Polycarbonate Film

TEST RESULTS
TEST ITEM . UNIT ' SAMPLE ! RESULT : TEST METHOD
Antibacterial Test : E.coli } A . 15x10 CFU/piec: JIS Z 2801 : 2006
. . . e.
Antibacterial Test : E.coli ‘B 1.9x10 CFU/piec: JIS Z 2801 : 2006
; e.
Antibacterial Test : E.coli :C {10 CFU/piece ' JIS Z 2801 : 2006
Antibacterial Test : E.coli 'Value of 6.3 JIS Z 2801 : 2006
-antimicro :
bial
,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,,, activity .
Antibacterial Test : S. aureus : A . 1.9%x10 CFU/piec JIS Z 2801 : 2006
: : P e
Antibacterial Test : S. aureus : ‘B ©1.2x10 CFU/piec ' JIS Z 2801 : 2006
! : o e
Antibacterial Test : S. aureus :C { 10 CFU/piece ' JIS Z 2801 : 2006
Antibacterial Test : S. aureus : ‘Value of ! 4.1:JIS Z 2801 : 2006
: -antimicro :
bial
‘activity
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TEST REPORT

Report No : TAE—002816 Receipt Date : Sep.16.2010

Test Completion Date : Oct.25.2010

Sample :  Polycarbonate Film

TEST RESULTS

TEST ITEM . UNIT : SAMPLE ! RESULT ! TEST METHOD

*Value of antimicrobial activity = [log(B/A)-log(C/A)] = [log(B/C)]
A ; Average of the number of viable cells of bacteria
immediately after inoculation on the untreated test piece

B ; Average of the number of viable cells of bacteria

on the

untreated test piece after 24 h

C ; Average of the number of viable cells of bacteria
on the antimicrobial test piece after 24 h

* Test strains : Escherichia coli ATCC 8739
Staphylococcus aureus ATCC 6538p

“** Covering the film : Stomacher 400(Sterile pouch)

Attechmen
USAGE : QUALITY CONTROL

NOTE :

1. The test results on this test report are only limited to the samples and sample names provided by
the customer and KTR do not guarantee the quality of all products of the customer.

2. This test report shall not be used for public relation, advertisement, lawsuit and any other purposes
outside the scope of its defined usage.
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